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ABSTRACT 

ZAKARIA YAHYA, Masters : June : [2017], Material Science and Technology 

Title: Er Doped III-Nitride Semiconductors  

Supervisor of Thesis: Talal Al tahtamouni. 

Erbium ions (Er
3+

) doped in a solid material enables the intra 4f shell transitions 

from its first excited state (4I13/2) to the ground state (4I15/2). The intra-4f shell transition 

at 1540 nm is of exceptional interest as the wavelength matches the minimum loss region 

of silica fibers used in optical communications. Aluminium nitride (AlN) as host material 

for Erbium (Er) has attracted a lot of interest due to its physical and chemical properties 

such as the wide bandgap. Metal-Organic Chemical Vapor Deposition (MOCVD) is the 

most advanced state-of-art growth technique which provides both high quality single 

crystal thin film deposition capability and high growth rate. MOCVD is a versatile 

technique that widely used in research laboratories and in industrial factories. 

In this thesis, the effects of Er flux on MOCVD grown Er:AlN properties were 

investigated using different characterization techniques such as X-ray Diffraction (XRD), 

Photoluminescence (PL) Spectroscopy,  Secondary Ion Mass Spectroscopy (SIMS), X-

ray Photoelectron Spectroscopy (XPS), Scanning Electron Microscopy (SEM) and 

Atomic Force Microscopy (AFM). 

XRD θ-2θ scans showed strong peak (002) for AlN and sapphire substrate 

(Al2O3), and the absence of any secondary phase for all samples. Rocking curve scans 
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showed that increasing the Er flux increases the full width at half maximum (FWHM) of 

the symmetric (002) planes for AlN:Er. Surface imaging studies showed that increasing 

Er flux increases the surface roughness. SIMS profiles revealed that Er is uniformly 

distributed throughout the doped layers and enabled the direct measurement of the doped 

layer thickness using optical profiler. XPS exhibited the surface quantitative 

measurement of Aluminium, Nitrogen, Oxygen, and Carbon. PL measurements revealed 

that increasing the Er flux increases the 1.54μm emission intensity. 
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CHAPTER 1: INTRODUCTION 

Erbium is one of the Rare Earth (RE) elements and it is characterized by the 

partially filled 4f electron shells and their intrinsic spectral emission. This emission is not 

affected by the surrounding atoms as the 4f energy levels are relatively shielded by 4p 

and 5p electron shells. Erbium (Er) has an electronic transition from energy level 
4
I13/2 to 

4
I15/2 which results in an interesting 1.54μm emission that falls in the minimum spectral 

optical loss in modern optical silica fibers used in telecommunications [1-6]. 

III-Nitride materials have been viewed as appealing host semiconductor 

candidates for high efficiency Er doping in optoelectronic applications. This is due to 

their physical and chemical properties such as direct and wide bandgap, strong chemical 

bonds, high mechanical hardness, high melting point and high thermal conductivity. On 

the other hand, much effort has been done to explore Er doped III-Nitride materials for 

high emission intensity and it is demonstrated that Er emission intensity at 1.54μm in 

semiconductors (as host materials) deceases substantially from very low temperature 

(close to 0°K) to room temperature, this phenomena is known as Thermal Quenching 

effect. It was well demonstrated that this effect depends on the host material bandgap. It 

is predominant for small bandgap semiconductors while it is less effective in large 

bandgap semiconductors [7-10]. 

It has been demonstrated that the thermal quenching for Er emission intensity at 

1.54μm is substantially lower in Gallium Nitride (GaN) (Eg = 3.4 eV) as host material 

comparing to other smaller bandgap semiconductors such as Silicon (Si) (Eg = 1.12eV) 
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and Gallium Arsenide (GaAs) (Eg = 1.43eV) which was reported by C. Ugolini et al. 

[7,8]. Furthermore, it was reported by T. T.M. Altahtamouni et al. that, at room 

temperature, Er emission intensity using Aluminium Nitride (AlN) (Eg = 6.1 eV) as host 

material is higher than GaN [11]. 

AlN is a III-Nitride material that has attracted a significant scientific interest due 

to its wide bandgap of 6.1 eV as well as the appealing properties as III-N material. AlN 

material has many applications such as deep Ultra Violet (DUV) optoelectronics, 

microelectronics operating at elevated temperatures, optical devices coating and sensing 

devices. [12-14]. 

AlN as host material for Er has been investigated by several research groups using 

different techniques for synthesis such as Ion Implantation [15] and Radio-Frequency 

Magnetron Sputtering [16]. Thus far, there was only one report about Er doped AlN 

(AlN:Er) synthetized using MOCVD growth technique. In that report, the Er emission at 

1.54 μm showed a larger intensity and less thermal quenching comparing to Er-doped 

GaN. The report studied the effect of the growth temperature on the optical and structural 

properties of AlN:Er [11]. However, as yet there is no report about Erbium flux effect on 

AlN:Er. 

In this thesis, we study the effects of Er flow rate on the structural and optical 

properties of AlN:Er grown by MOCVD. This thesis is represented mainly in five 

chapters. The first chapter is this introduction. The second chapter consists of a literature 

review on the previous efforts done on Er doped materials. The third chapter is dedicated 
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to describe the experimental tools and set-ups for Er-doped AlN growth, advanced 

imaging, surface analysis and material characterization. These techniques are Metal 

Organic Chemical Vapor Deposition, X-ray Diffraction, Photoluminescence 

Spectroscopy, Surface Analysis and Advanced Imaging Microscopy. The fourth chapter 

consists of presenting and discussing the results. The final chapter will be the conclusion 

of this thesis. 
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CHAPTER 2: LITERATURE REVIEW 

1. III-Nitride Materials 

III-Nitrides (III-N) namely the binary compound InN, GaN, AlN as well as the 

ternary and quaternary compounds such as AlGaN and AlGaInN are part of III-V 

materials as shown in figure 2-1; III-N are distinguished by their direct bandgap which 

varies from 0.7 (InN) to 6.2eV (AlN) and these materials can be used for optoelectronic 

devices due to their tunable optical emission which varies from the infrared to deep UV 

range as illustrated in figure 2-2. These materials have the n-type and p- type doping 

capability represented in figure 2-3 using Aluminium Nitride (AlN) as an example. III-Ns 

are characterized as well by their strong covalent chemical bonds which protect the 

materials from rough atmospheres [17]. They are known with their high mechanical 

hardness as well as their high thermal conductivity that allows the dissipation of the heat 

outside the material when used at high temperature [18-21]. 
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Figure 2-1. Chemical elements in III-V compound semiconductors (Chemical 

Elements.com 2014 ). 

 

Figure 2-2. Band-gap and lattice parameter for III-Nitride materials (Nanophotonics 

Center @ TTU 2010). 
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Figure 2-3. n-type and p-type AlN (Luger Research e.U. Institute for Innovation and 

Technology 2017). 

The bandgap is the required minimum energy for an electron to move from the 

valence band to the conduction band, which is the energy difference between the highest 

energy of the valence band and the lowest energy of the conduction band. In 

semiconductors, there are materials which exhibit a direct bandgap such as III-Nitrides 

and others known as indirect bandgap materials namely SiC, GaP, AlP. Figure 2-4 shows 

the difference between the direct and indirect bandgap. In direct bandgap 

semiconductors, the electron transition from the conduction band to valence band takes 

place without change in momentum, so all the bandgap energy is converted into a photon 

as per the energy conservation principle. While in case of an indirect bandgap, this 

transition is always associated with a change of momentum. As result, part of the 

bandgap energy will be converted into a phonon (quantum of energy related lattice 

vibration in the crystal). For optoelectronic application, it is essential to use direct 

bandgap materials for high emission intensity. 
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Figure 2-4: Photon emission process – direct and indirect band gap (Greg Sun - 

Advances in Optics and Photonics 3, 53–87 (2011)). 

III-N materials are investigated widely in optoelectronics for Light-Emitting 

Diodes (LEDs) and Laser Diodes (LDs) in order to enhance the performance of these 

devices. N-III ternary and quaternary alloys are miscible which make the growth of 

hetero-structures possible using state of art deposition techniques. 

2. III-Nitrides chronological development 

The first report about GaN synthesis was in early 1930’s, it was synthesized by 

flowing ammonia on the gallium surface at high temperature, this method was used by 

many research groups to prepare GaN platelets as well as needles in order to study the 

crystalline and optical properties of GaN. The breakthrough of GaN synthesis took place 

at the end of the 1960’s using relatively advanced techniques for epitaxial growth of GaN 

on Sapphire substrate [22-24]. The growth conditions were not controlled efficiently 

which did not enable high quality un-doped GaN; the synthetized GaN materials were 
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mostly n-doped exhibiting electron concentrations between 10
18

 and 10
20

 cm
-3

. In order to 

synthetize p-type GaN, certain elements like Mg and Zn were introduced to GaN in the 

growth process. Other techniques were employed to dope the synthetized GaN (after the 

growth) such as ion implantation [25-29]. 

Since the 1990’s, major developments took place in growth techniques especially 

for Metalorganic Chemical Vapor Deposition (MOCVD) and Molecular Beam Epitaxy 

(MBE), the growth conditions were controlled more efficiently which enabled the high 

purity growth and low background defects due to contamination. This major development 

enabled the growth of InN and GaN for high performance optoelectronic devices [30-33]. 

3. Aluminium Nitride (AlN) crystalline properties 

AlN is a very interesting III-Nitride binary compound as it consists of two very 

abundant chemical elements namely aluminium and nitrogen. As shown in figure 2-5, 

AlN has a hexagonal wurtzite crystal structure in its most stable crystal form. The two 

atoms (Al and N) occupy two sub-lattices in the hexagonal close packed (HCP) system. 

Each atom (e.g. N) shares covalent bonds with four other kind atoms (e.g. Al). This 

crystal structure can be represented as stacks of ABABAB planes of Nitrogen (A) and 

Aluminium (B) atoms (figure 2-5) and as tetrahedral units of [AlN4] stacked along c 

direction as illustrated in figure 2-6. Hexagonal wurtzite AlN structure is characterized by 

the space group P63mc(186), its cell parameters are a = 0.311nm and c = 0.4982nm as 

shown in Table 2-1. The cell parameters “a” and “c” can slightly vary in scientific reports 

[34,35]. 
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Figure 2-5. Aluminum Nitride Wurtzite structure. 

 

Figure 2-6. Aluminium Nitride structure represented as tetrahedral units of [AlN4]. 
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Table 2-1. Standardized crystallographic data. 

Space group   P63mc (186) 

Cell parameters   a = 0.311, b = 0.311, c = 0.4982 nm, α = 90, β = 90, γ = 120° 
V = 0.04173 nm3, a/b = 1.000, b/c = 0.624, c/a = 1.602  

Atom coordinates    Site Elements Wyck. Sym. x y Z SOF 
N1 N 2b 3m. 1/3 2/3 0.0  

Al1 Al 2b 3m. 1/3 2/3 0.381  
 

AlN wurtzite structure possesses many diffraction planes such as (100), (002), 

(101); previous studies have determined the inter-planar spacing of these diffraction 

planes which is already available in X-ray diffraction (XRD) databases. For AlN powder 

or thin film, the inter-planar spacing of the diffraction planes can be determined 

experimentally using XRD systems. Figure 2-7 shows an example of x-ray diffraction 

pattern of AlN powder where the positions of the peaks are characteristic to the 

diffraction planes in the AlN structure as indexed in this figure [34]. 

 

Figure 2-7. Powder X-ray Diffraction for AlN. 
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4. Thermodynamic and chemical properties of AlN 

AlN is chemically stable at high temperatures in absence of corrosive 

environment. Its melting point is above 2000°C which makes it suitable for high 

temperature operations. The thermal conductivity of AlN is 2.85 W cm
-1°C

-1 
at room 

temperature which is higher than InN and GaN. However, its thermal conductivity is 

temperature dependent [36-38].  

At room temperature, its linear thermal expansion coefficient is 5.3 x 10
-6

°K
-1

 and 

its volumetric thermal expansion coefficient is 4.2x10
-6°K

-1
. AlN is highly stable at high 

temperature in inert atmosphere; however above 700 ⁰C, a thin film layer of 5 to 10 nm 

of Aluminium Oxide is formed in presence of oxygen. At higher temperature above 

1400⁰C (which is close to the melting point of the Aluminium Oxide) the oxidation gets 

through the oxide layer and the material can be damaged completely [35,39]. 

A surface analysis performed by X-ray Photoelectron Spectroscopy combined 

with depth profiling on AlN surface by Slack and McNelly [40] reported that the 

thickness of an oxide passive layer is between 5 to 10 nm, this layer was formed in 

presence of oxygen while exposed to air; it acts as a barrier and prevent further contact 

and reaction between the oxygen and the Aluminium Nitride. Many research groups 

investigated the chemical stability of AlN thin films using different methods of etching 

and reported that AlN material could withstand many types of etching especially at room 

temperature [36]. 
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5. Mechanical properties of AlN 

Aluminum Nitride is a hard ceramic material due to its strong covalent chemical 

bonds between the Aluminum and Nitrogen atoms. AlN single crystal exhibits a high 

mechanical hardness along the c-plane (the basal plane of (0001)) which is to be around 

12GPa while the hardness along the axis perpendicular to the c-direction varies between 

10 and 14 GPa. It was reported that the bulk modulus of single crystal AlN varies 

between 160 GPa and 201 GPa and Young’s modulus is at the range of 193 ~ 208 GPa. 

This was determined using Surface Acoustic Wave (SAW) which is a technique that uses 

acoustic waves along the material surface to probe the mechanical strain of material 

[35,39,41,42]. 

6. Band structure and electrical properties of AlN 

Band structure studies for semiconductors are important in order to classify the 

materials and consider their candidate applications. For AlN as well as III-N materials in 

general, several researcher groups were investigating of these materials and working on 

band-structure calculations for namely AlN wurtzite. AlN is a wide direct bandgap 

semiconductor and figure 2-8 shows its band structure at 300°K. As it is illustrated in the 

band structure, the bandgap energy which is the energy difference between the highest 

point of the valence band and the lowest point of the conduction band is equal to 6.2 eV 

[43]. 
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Figure 2-8. Bandgap structure of wurtzite AlN. 

AlN has a high resistivity which was reported between 10
11

 and 10
13

 Ω.cm which 

is related to the low intrinsic carrier concentration, as well as the energy levels of 

impurities introduced to the material and the deep-level traps (defects). The intrinsic 

carrier concentration is the concentration of the charge carriers present in the un-doped 

semiconductor material. The concentration of these charge carriers is crucial for the 

conductivity and depends on the bandgap and the temperature [35,39,41,44]. 

7. Rare earth doped semiconductors 

Semiconductors doped with rare earth (RE) elements have attracted a lot of 

interest for their unique optical properties. A.R. Zanata was the first to report 

photoluminescence emission of Er doped SiN in 1998 and shortly afterwards Steckl 

achieved Er doped GaN device with PL emission in the visible range [45,46]. 

RE elements have [Xe]5s
2
4f

n
 electronic configuration where the 4f electron shell 
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inside the 5s5p ones. The host semiconductor has almost no effect on the 4f electrons as 

they are shielded by 5s5p shells and their energy levels are almost unaffected. In RE 

elements, electrons have different possible transitions between 4f energy levels which 

provide different emission lines from UV to Infrared as illustrated in figure 2-9. 

 

Figure 2-9. Energy level chart of certain trivalent rare earth elements (Er3+, Eu3+, 

Tm3+, Pr
3+

) in GaN (I-Wen Feng 2013). 

Using RE as doping elements in III-Nitride materials for optoelectronic 

applications provides characteristic emissions which are intrinsic to the RE and 

relatively independent of the III-N host and temperature. In operation, the 

semiconductor host excites the trivalent RE ions specifically intra-4f shell electrons and 

the transition of electrons to their lower energy levels is accompanied by characteristic 
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emissions (figure 2-9). 

8. Erbium doped semiconductors 

Nowadays, telecommunication plays a major role in the global development. 

Internet relays remarkably on the fiber optics that has specific optical properties namely 

the optical loss which is illustrated in figure 2-10. In 1980s, fibers used to have major 

optical loss mainly in two regions between 900 - 1000 nm and 1300 - 1450 nm. 

However, for the modern fibers the lowest lost region is between 1450 - 1650 nm. In the 

other hand, Erbium has a characteristic emission of 1540 nm which corresponds to the 

minimum optical loss range for modern fibers [1-6]. This has enabled the 

implementation of the Erbium in optical devices such as Erbium-doped fiber amplifier 

EDFA shown in figure 2-11, which is widely used to amplify the optical signal intensity 

through fiber optics. Its basic principle is shown in figure 2-12. 
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Figure 2-10. Optical loss for optical fibers as a function of signal wavelength (White 

Paper - Fiber Types in Gigabit Optical Communications 2008). 

 

 

Figure 2-11. Erbium Doped Fiber Amplifier device (Finisar Corporation 2016). 
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Figure 2-12. Erbium Doped Fiber Amplifier basic principle (FS.COM 2017). 

The trivalent ion Er
3+

 has characteristic emission lines in the visible and infrared 

range. The most interesting transition for fiber optics in telecommunication is the one 

from the energy level 
4
I13/2 to the energy level 

4
I15/2 which results in the emission at 1.54 

μm as shown in figure 2-13. 

 

Figure 2-13. Energy levels of the trivalent Er
3+

 4f electrons at 1.54 μm (Cristofer Ugolini 

2008). 
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Figure 2-14 shows the Photoluminescence (PL) intensity measurements of 1.54 

μm peak for Er
3+

 optical emission as a function of temperature in different host materials, 

Er was implanted in different host materials at room temperature using high energy Er
+
 

ions of E=330KeV, the dose slightly varied between 10
13

 and 10
14 

Er
+ 

cm
-2

 and the 

samples were annealed afterwards using rapid thermal annealing. As shown in the figure, 

Er
3+

 PL emission (at 1.54 μm) intensity in different semiconductors (as host materials) as 

a function of temperature. It is clearly observed that semiconductors with smaller 

bandgaps undergo a substantial intensity reduction for Er related emission at 1.54 μm 

from low temperature (close to 0°K) to room temperature. This intensity reduction is 

known as thermal quenching. 

Thermal quenching is predominant in smaller energy bandgap (Eg) host 

semiconductors such as Ga0.38In0.62As0.84P0.12 (Eg = 0.807eV) and it is less effective for 

higher bandgap materials such as CdS (Eg = 2.42eV). These experimental results support 

the direct relationship between bandgap and the thermal quenching and suggest that 

wider energy bandgap host materials provide lower thermal quenching [10]. 
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Figure 2-14. Er
3+

 emission in different host materials in different temperatures. 

C. Ugolini et al. reported thermal quenching of 20% between 10 and 300°K using 

Er-doped GaN epilayers which is significantly smaller thermal quenching than other 

narrower bandgap host materials [8].  T.M. Altahtamouni et al. reported higher Erbium 

emission intensity at 1.54 μm using AlN as host material compared to GaN and lower 

thermal quenching for AlN:Er of factor 1.2 only between 10 and 300°K [11]. 

9. Erbium doped AlN 

Synthesis of Er-doped AlN material was the center of interest for several research 

groups using different deposition techniques. R.G. Wilson et al. reported PL emission of 

trivalent Erbium ions at 1.54 μm for AlN:Er synthetized using ion implantation technique 
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[15]. F.S. Liu et al. reported the growth of c-axis oriented wurtzite structure Er:AlN films 

using Radio Frequency (RF) – Magnetron Sputtering in different conditions and found 

that using higher power, for sputtering, increases the PL intensity 1.54 μm and the grain 

size and lower the strain [16]. T.M. Altahtamouni reported high crystalline quality c-

plane AlN:Er grown on c-plane sapphire using the state-of-art MOCVD and growth 

temperature effect on the 1.54 μm PL intensity and emission shape [11]. However, there 

is no report about the effects of Er flux on AlN:Er properties grown by MOCVD thus far 

and this study will be the main topic of this thesis. 

Sapphire has a hexagonal sapphire structure and figure 2-15 shows sapphire unit 

cell. The lattice mismatch between sapphire c-plane and AlN c-plane is relatively small 

which enables the implementation of c-plane single crystal sapphire as a substrate for 

MOCVD grown c-plane AlN as shown in figure 2-16. 
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Figure 2-15: Sapphire unit cell (F. Cuccureddu et al, Surface Science 2010). 

 

Figure 2-16: c-plane AlN on c-plane Sapphire. 
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CHAPTER 3: EXPERIMENTAL TECHNIQUES 

1. Metalorganic Chemical Vapor Deposition (MOCVD) 

MOCVD or sometimes called Organometallic Vapor Phase Epitaxy (OMVPE) is 

an advanced chemical vapor deposition technique; it is mainly used to grow compound 

semiconductors with highly advanced precision up to atomic layer. In the epitaxial 

growth, precursors are used to carry the target elements to the substrate as shown in 

figure 3-1. This technique provides one of the highest crystalline quality growths. Many 

compound semiconductor materials can be grown by MOCVD namely III-V materials 

which is composed of an element from group III (such as Al, Ga, In) and an element 

from group V (such as N, P, As). In this technique, the chemical reaction between the 

precursors takes place at the substrate where the temperature is controlled (usually fixed 

at high temperature) to enable the growth of the compound semiconductor. However, 

there are many factors involved in this process such as precursor’s composition, 

temperature, pressure, substrate, etc. Substrate choice is important especially taking into 

consideration the lattice mismatch, thermal dilatation coefficient. Moreover, it is 

important to choose the right precursors to avoid any incompatibility or secondary 

phase formation. The chamber conditions also need to be optimized such as pressure, 

temperature and gas flow [47]. 
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Figure 3-1. Example of InP MOCVD growth schematic using TMIn and PH3 precursors. 

The precursors usually used in III-V growth by MOCVD are molecules that 

contain the target elements (Al, Ga…) attached with radicals such as methyl, ethyl. 

Trimethylaluminium Al2(CH3)6 is an example of precursor that is used for AlN 

compound semiconductor growth. Technically, MOCVD consists of four key 

components. The first component is the gas supply and metal-organic sources control 

where the conditioning of the precursor bubblers takes place to convert the metal-

organic sources (liquid or solid) into vapor state flow controlled by mass flow-meters. 

The second component is the reactor chamber where the conditions are controlled as per 

the required growth; the wall temperature must be kept cooler to avoid any pyrolysis 

reaction outside the substrate surface. The third component is substrate holder module; 

it controls the temperature of the substrate to enable the pyrolysis reaction within the 
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substrate surface. The last part is the pressure control and exhaust, where the pumping is 

controlled to maintain a constant low pressure inside the reactor. This part also controls 

the exhaust operations, the latter is important for the safety aspect, as the gases used in 

MOCVD are usually toxic and highly flammable. Figure 3-2 shows the diagram of 

MOCVD main components. 

 

Figure 3-2. Diagram for MOCVD main components. 

The substrate plays a major role in the crystal growth and the first few atomic 

layers at the interface are crucial for the stability of the growth, the lattice mismatch 

between the substrate and the grown crystal is reported to be a source of mechanical, 

electrical and optical issues; the lattice matching is important for device quality crystal 

growth. Commercial single crystal substrates are available in the market. However, their 

cost varies from affordable to very expensive. It is important to highlight that the cost of 

the process is crucial for up-scaling, so it is convenient to use affordable substrates. 

MOCVD has been developed since early 1980’s and nowadays it is considered as 
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a mature technique, there are many manufacturers for commercial MOCVD such as 

VEECO instruments. Figure 3-3 shows a photo of VEECO MOCVD system [48]. 

 

Figure 3-3. Image of MOCVD VEECO system. 

2. X-ray Diffraction 

X-ray diffraction (XRD) is one of the most important and useful characterization 

techniques. It gives information about material crystalline properties namely the 

crystalline structure, lattice constant, dislocation density and lattice strain. There are 

many kinds of XRD configuration such as Bragg Brentano measurement for bulk 

materials, four circles for single crystal and grazing incidence XRD for surface sensitive 

measurements mainly for thin films. XRD is a nondestructive technique consists of X-ray 

source, sample manipulator, goniometer (which controls the angles) and detector as 

shown in figures 3-4. The principle of XRD is based on Bragg’s law which relates the x-

rays wavelength, the lattice spacing of the crystal and the diffraction angle; so at Bragg 

conditions when x-rays scattered through the crystalline material, they interfere out of 
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certain crystalline planes in a certain direction which is the diffraction angle (angle 

between the incident x-rays and the scattered ones) as shown in figure 3-5.  

 

Figure 3-4. X-ray diffraction schematics (Bruker Corporation). 

 

Figure 3-5. X-ray diffraction principle (Bruker Corporation).  

Equation (3-1) is Bragg’s relation, λ is the x-ray incident wavelength, dhkl is 
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lattice spacing, hkl are Miller indices, θ is scattering angle and n is reflection order. 

2dhkl sinθ = nλ      (3-1)   

For AlN which has a hexagonal crystal structure with lattice parameters (a, c). 

The lattice spacing is expressed in equation (3-2). 

𝑑ℎ𝑘𝑙  =
1

√
4

3
(

ℎ2+ℎ𝑘+𝑘2

𝑎2 )+ 
𝑙2

𝑐2

    (3-2)   

Rocking curve is XRD measurement essentially for epitaxial single crystal films, 

the x-ray tube and detectors are fixed at the diffraction angle while the sample is 

performing tilting in a small range. If the sample is perfect single crystal the rocking 

curve scan around the diffraction angle will be a sharp peak with a small Full Width at 

Half Maximum (FWHM). However, if the epitaxial single crystal has lower quality 

especially defects; the peak will be broader with high FWHM. The rocking curve gives 

information about the crystal defects, dislocation density, mis-orientation and other 

parameters [49]. 

The X-ray diffractometer used in this study is D8 Advance Bruker AXS (figure 3-

6), the source is an x-ray tube having a Cu anode with a characteristic wavelength Kα = 

1.54Å. The software used is Diffracplus for measurements, Diffracplus.Eva for data 

analysis and the data base to identify the phases [50]. 
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Figure 3-6. X-ray diffraction equipment. 

X-rays are usually produced under vacuum where free electrons are generated by 

a heated filament using a high current. Then these electrons are accelerated by high 

voltage toward a target (anode). The interactions between the electrons and the metallic 

anode generate X-ray; there are two kinds of x-ray, fluorescence radiation which is 

characteristic to the anode material and Bremsstrahlung continuous radiation that is 

related to the applied high voltage. Figures 3-7 represents the x-ray tube schematics and 

the process of the x-ray generation. 



  
   

29 
 

 

Figure 3-7. X-ray tube schematics (School Physics 2013). 

3. Photoluminescence (PL) spectroscopy  

Luminescence in general is the optical emission due to any physical or chemical 

phenomena except the blackbody radiation (radiation due to heat). An external excitation 

source is necessary for this process to take place. There are many luminescence processes 

such as Photoluminescence (PL), Electroluminescence (EL), Chemo-luminescence, 

Cathodo-luminescence (CL), etc. However, only the PL will be emphasized in this 

chapter. PL spectroscopy is a characterization technique which used to study the optical 

properties of the semiconductor materials, it is a nondestructive technique and it is 

involved in many research applications especially optoelectronics and photovoltaic 

materials; it can provide information about the intrinsic optical properties of 

semiconductors as well as the impurities. Its basic principle consists of the material 

capability of absorbing photons and reemitting other lower energy photons. 

Figure 3-8 shows the PL process where a valence electron absorbs an incident 

photon (Ei = hνi) and moves to the conduction band. Then the relaxation step takes place, 
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where the electron and the hole (left in the valence band) move to lower energy level 

within the band by emitting a phonon. The recombination is the last step where the 

electron moves back to the valence band and recombines with hole. As per the energy 

conservation principle it emits a characteristic photon (hν = Eg) which corresponds to the 

bandgap energy of the material (ΔE = Eg = Ec – Ev). 

 

Figure 3-8. Energy diagram for photoluminescence process (Neeraj Nepal 2006). 

The PL spectrometer consists mainly of a laser source as well as its related optics, 

sample stage, Monochromator which controls the selection of the wavelength and a 

detector. It measures the photoluminescence emission intensity as a function of the 

wavelength and it main application is in semiconductors. The sample preparation is not 

required which is one of the advantages of PL spectroscopy. Figure 3-9 shows the 

schematic of the main components of the PL spectrometer used in this thesis. 
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Figure 3-9. PL System schematics (David Lidzey 2016). 

The system used for PL measurements is Maple II basic PL spectrometer from 

DongWoo as shown in figure 3-10, the spectral range was before from 539 to 900 nm 

based on the long-pass-filter, the photomultiplier detector and the laser source 

wavelength is 532 nm. As part of this thesis and in order to perform measurement in the 

infrared range up to 1700 nm, I upgraded the basic PL spectrometer by implementing 

modifications of hardware and software. This includes a new InGaAs detector with a 

detection range from 1000 to 1700nm from the manufacturer DongWoo and 

Longwavepass filter from Semrock that is transparent mainly in the IR range, as shown in 

figures 3-11 and 3-12 [51]. 
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Figure 3-10. Schematic diagram of the PL spectrometer. 

 

Figure 3-11. Longwavepass filter spectrum (Semrock 2016). 
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Figure 3-12. Top view of the optical path (DongWoo Optron 2014). 

4. Surface Analysis 

Surface science is a branch of science that focuses on the physical and chemical 

phenomena that takes place at the surface of materials and the interfaces between two 

layers. It is involved in many aspects of our lives namely battery electrodes, airplane 

engine blade, microchips, hetero-junction solar cells, fuel cells, super-hydrophobic, self-

cleaning coatings, etc. However, it is still a debate to how define the “Surface” thickness 

used in surface science. Generally, a bulk material has all dimensions above 1 μm, thin 

film is a material that has a thickness between 10 and 1000 nm and the ultra-thin film is 

between 1 and 10 nm and the “surface” is few atomic layers thickness which is up to 

1nm. Surface analysis and characterization play a major role in surface science and most 
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of them require sophisticated sources, ultra-high vacuum (UHV) and specialized and 

sensitive spectrometers, which make them very expensive equipment that are available 

only in central laboratories. 

There are many surface analysis techniques, few of them are relatively common, 

such as X-ray Photoelectron Spectroscopy (XPS) or sometimes called Electron 

Spectroscopy for Chemical Analysis (ESCA), Time of Flight Secondary Ion Mass 

Spectroscopy (TOF-SIMS), Auger Electron Spectroscopy (AES). All these techniques 

are involved in the surface science and provide complementary information. The diagram 

in figure 3-13 (from Evans group) shows different characteristic of these techniques such 

as the detection range, the analytical spot for many techniques including XPS, SEM, 

AFM and TOF-SIMS [52]. 
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Figure 3-13. Analytical resolution & detection limit for the most common 

characterization tools (Evans Analytical Group LLC 2005). 

a. X-ray Photoelectron Spectroscopy 

XPS is a non-destructive analysis technique and gives information about the 

existing elements on the surface as well as their chemical state. It provides also the 

quantitative analysis and other information about the material surface combined with 

different sources or techniques such as UV Photoelectron Spectroscopy (UPS). XPS is 

surface sensitive technique which can detect effectively signals only up to approximately 

5 nm depending mostly on photoelectron energy. Depth profiling technique using Argon 



  
   

36 
 

source for surface etching allows performing XPS measurement through depth, this 

technique is highly important for characterization of hetero junction thin films and 

interfaces. 

As per Evans diagram in figure 3-13, XPS detection range for a reliable 

quantitative analysis is between 0.5 to 100% with an analysis area (spot size) from 3 μm 

up to hundreds of micrometers in diameter using monochromated x-ray source and up to 

millimeters using a direct source. The basic principle of XPS relies on the Photoelectric 

effect as shown in figure 3-14. The incident x-ray interacts with a core level electron; the 

energy of the x-ray photon is transferred to the electron. Part of this energy will be used 

to move the electron from it energy level to the fermi level, in other words to leave the 

atom, this required energy is known as the binding energy. The second part of the energy 

is used to carry the electron from the Fermi level to the vacuum level; this energy is 

required for the electron to leave the material surface which is known as the work 

function. The rest of the energy will be converted into kinetic energy for the electron as 

illustrated in figure 3-15. 
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Figure 3-14. Schematic of photoelectric effect (University of Hang Kong 2011). 

 

Figure 3-15. Schematic of electrons energy levels in photoelectric process (Leibniz 

Institute for Solid State and Materials Research Dresden). 

As per the energy conservation principle, the energy of the x-ray photon is equal 

to the sum of the electron binding, work function and the kinetic energy of the ejected 

photoelectron as per the equation (3-3). 
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hν = Eb + Wf  + Ekin    (3-3)   

Where Ekin is the Kinetic energy of the electron, hv is the incident photon energy, 

Eb is the binding energy of an electron and Wf is the work function. 

In X-ray Photoelectron Spectroscopy, the main objective is to measure the 

photoelectrons intensity as a function of binding energy. The spectrometer can measure 

the intensity of photoelectrons at each kinetic energy (normally it is a narrow pass 

energy). The photon energy of x-ray source is known and the work function of the 

spectrometer can be measured using a standard sample. So the binding energy can be 

calculated using equation (3-4). 

Eb = hν - Wf - Ekin    (3-4)   

Normally, the XPS spectrum is a graph of photoelectron intensity as a function of 

bonding energy as shown in figure 3-16. 
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Figure 3-16. Survey spectrum for un-doped AlN thin film 

Generally, the basic XPS system consists of four main parts. These parts are the 

x-ray tube for the generation of x-ray (this part was discussed in XRD section), sample 

stage manipulator to control the sample position, ultra high vacuum pumping and 

spectrometer analyzer (photoelectron detector) as shown in figure 3-17. 
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Figure 3-17. Schematics for main XPS components (Tampere University of Technology 

2012). 

As per Bragg’s equation (which was discussed in XRD section), the x-ray source 

can be monochromated using quartz single crystal to filter the Bremsstrahlung radiation 

in order to keep only the emission line Kα as shown in figure 3-18. The common x-ray 

sources used in XPS are 1253.6 eV using Mg anode and 1486.6 eV using Al anode. The 

Monochromator enhances XPS spectra by reducing width of the spectra peaks and the 

background as illustrated in figure 3-19 [53]. 
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Figure 3-18. X-ray Monochromator in XPS (NanoAnalytics GmbH 2017). 

 

Figure 3-19. XPS spectra with and without Monochromator (Thermo Corporation 2016). 

b. Time of Flight – Secondary Ion Mass Spectroscopy (TOF-SIMS) 

The TOF-SIMS provides the mass spectroscopy of the existing elements and 

compounds (atoms and molecules) on the surface, it has high sensitivity suitable for 
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surface traces analysis. It has the capability of detecting the majority of elements and 

compounds from ppm to ppb range. It has also a very high mass resolution that can easily 

give information about the isotopes and its mass range is from 0 to 10000 amu (atomic 

mass unit) including hydrogen. It is extremely surface sensitive because the analyzed ions 

are released from the first two atomic layers. To probe through the material depth, TOF-

SIMS is usually combined with a sputtering source to enable the depth profiling 

capability to investigate elements and compounds concentration as a function of depth. 

This capability is highly required in semiconductor research and development to track the 

doping and defects as well as secondary phases at the interfaces. Although the TOF-

SIMS is highly sensitive, the quantification is quite challenging and requires specialized 

standard samples. 

As per Evans diagram, TOF-SIMS analytical spot size (primary beam sport size) 

varies from 100 nm to 100 µm and the detection limit which is related to the sensitivity is 

approximately from 100 ppb to 0.1 %. Its basic principle relies on the bombardment of 

the material surface by a primary ion beam source of high energy up to 50 keV, these 

ions collide with the surface of material to generate secondary ions as illustrated in figure 

3-20, the primary ions are energetic enough to generate these secondary ions. However, 

their energy should not exceed certain level to avoid the fragmentation of large molecules 

[54]. 
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Figure 3-20. TOF-SIMS basic principle. 

The secondary ions are extracted and accelerated to the detector by the applied 

electrical potential difference U as illustrated in figure 3-21 [55]. The simplified physical 

model relies on the acceleration of the ion of mass m and charge q in electrical potential 

difference (applied voltage) U and to measure time of flight made through the path S. 

Equation (3-5) describes the relationship between the mass, charge and the time of light 

of the ion from the extraction electrode to the detector. 

 

𝑡 = S . √
m

2qU
     (3-5)   

Where t is the time of flight, S is the field free drift path, U is the applied voltage 

and q is the ion electrical charge. 
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Figure 3-21. Schematic of TOF – mass analysis. 

SIMS spectrum provides counts as a function of mass in atomic mass unit (amu). 

After calibration, the counts are converted to concentration in cm
-3

. The measurements 

are performed whether in positive polarity for positive ions or in negative polarity for 

negative ions as illustrated in figure 3-22 [56]. 



  
   

45 
 

 

Figure 3-22. TOF-SIMS spectrum for PET sample. 

5. Surface Imaging 

a. Scanning Electron Microscopy (SEM) 

The SEM technique gives a variety of information about the material surface. It 

provides mainly imaging and surface topography using a focused electron beam which 

interacts with the surface and generates a magnified image with resolution in the 

nanometer range. Other information such as the elemental composition and crystal 

orientation can be obtained when SEM is combined with certain accessories. The spot 
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size is in the range of few nanometers (sometimes in sub-nanometer range) which 

provides a high lateral resolution. 

As per duality wave-particle concept, the particles such as electrons can be 

described as waves and particles. Thus electrons behave as waves just like photons 

(light), however, their associated wavelength is extremely small (approximately 100,000 

time shorter than light) as shown in figure 3-23. This very short wavelength of high 

energy electrons makes them a very good source of “illumination” to “see” very small 

features. 

 

Figure 3-23. Comparison between the wavelength of a 60 kV electron and visible light. 

The electron beam is produced at the electron gun and then through the column it 

is focused and directed toward the sample surface. The electromagnetic lenses and the 

electronics control the beam focus and raster to scan the selected area as shown in the 

schematics (figure 3-24) [57]. 
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Figure 3-24. Basic components of Scanning Electron Microscope.  

The electrons will interact differently with the surface due mainly to chemical 

composition and morphology. The electron beam interactions with the surface will 

produce emissions as shown in figure 3-25. Measuring these emissions, namely, 

secondary electrons provides the imaging capability. 
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Figure 3-25. Scanning electron microscopy interaction zones and related emissions 

(Nanotechnologies for the Life Sciences 2007). 

b. Atomic Force Microscopy (AFM) 

AFM is one of the most multipurpose imaging microscopes at the nanometer 

scale, it has three main capabilities which are imaging, measuring and manipulating. 

Firstly, imaging is used to provide three-dimensional images to give idea about the 

surface morphology. Also the scanning probes collect different localized measured 

information such as electrical properties, mechanical properties within a small area of the 

sample surface. Finally, AFM has some manipulation applications such as 

nanolithography using anodic oxidation by a special tip, this technique can provide a 

small oxide layers for nanofabrication with high precision. 

AFM has very high resolution and can provide imaging with atomic lateral 

resolution and sub-nanometer height resolution. AFM probe consists on an extremely 
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sharp tip (less than 10 nm tip radius) on the edge of the cantilever as shown in figure 3-26 

[50]. 

 

Figure 3-26: AFM cantilever and tip schematic. 

AFM basic principle relies on approaching the tip to the sample surface and the 

interactions with the surface are quantified by sensing the small deflection of the 

cantilever using a laser source and detector as shown in the figure 3-27 [50]. In the 

scanning operation, when the probe is deflected, the laser light spot is deviated from the 

photo-detector center to a (x,y) position. This change in the signal is monitored and 

processed to provide a three dimensional (3D) image. 
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Figure 3-27: Probe deflection sensing schematic. 

 

There are different modes used in AFM, the main modes are Contact Mode and 

Taping Mode. In Contact Mode, the sharp tip is continuously in contact with the surface 

and the deflection of the laser spot is directly related to change in height. In Tapping 

Mode, the probe is in continuous mechanical oscillation and its frequency is close or at its 

resonance frequency. In this case, the detector measures the cantilever oscillation 

amplitude and with a feedback mode it adjusts the probe height based on the amplitude 

signal to maintain the same amplitude set-point. The change in height is measured and 

processed into a 3D image. 
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CHAPTER 4: RESULTS AND DISCUSSION 

1. MOCVD Growth of Er doped AlN 

In this work, Er-doped AlN samples were grown on sapphire substrate using 

MOCVD system. The precursors were trimethylaluminum (TMA) as Al source and 

ammonia (NH3) as N source. Trisisopropylcyclopentadienylerbium was used for the in-

situ Er doping. Hydrogen was used as the gas carrier at constant flow of 2 standard liters 

per minute. Figure 4-1 shows the growth temperature sequence of the Er:AlN epilayer  

namely heat treatment to remove contaminations from the substrate surface at 1150 °C. 

Then two AlN buffer layers are deposited, the first buffer layer is 30 nm thick which 

deposited at 950 °C / 30 mbar and the second buffer layer is 100 nm thick which 

deposited at 1100 °C / 30 mbar. Then a 1 μm  thick AlN template is grown at 1300 °C / 

30 mbar, its thickness is 1μm. Finally, an Er-doped AlN layer is grown at 1050 °C / 30 

mbar with a targeted thickness of 0.3 μm. The growth temperatures phases for all AlN:Er 

samples are summarized in figure 4-1. The layer structure of the grown samples un-doped 

AlN and AlN:Er are shown in figures 4-2 and 4-3. 

AlN:Er layer growth is conducted at a much lower growth temperature (1050 °C) 

compared to the typical growth temperature (1300 °C) for un-doped AlN because Er 

incorporation will be very low at high temperatures. 
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Figure 4-1. Growth temperature sequence of the Er doped AlN epilayer growth on 

sapphire substrate. 

Four samples of Er-doped AlN as shown in figure 4-3 were prepared using the 

same growth conditions, except, the Er flux which was different for each sample as 

shown in Table 4-1. The dependence optical and structural properties as well as the 

surface morphology and chemical composition on the Er molar flux during the growth 

will be discussed later in this chapter. 

The sapphire substrate used for these samples is c-plane oriented single crystal. 

This crystal orientation is employed in order to grow c-plane AlN thin films. 
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Figure 4-2. Un-doped AlN layers structure. 

 

Figure 4-3. AlN:Er layers structure. 

Samples Er flux (μmol/min) Temperature (°C) 

Un-doped AlN 0 1300 

Er:AlN (20) 20 1050 

Er:AlN (24) 24 1050 

Er:AlN (28) 28 1050 

Er:AlN (32) 32 1050 

Table 4-1. Erbium flux and growth temperature for AlN:Er samples. 
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2. Structural properties 

XRD measurements were performed using PANalytical diffractometer and Bragg-

Brentano configuration, the X-ray source is generated in the tube by Copper anode and its 

Kα characteristic wavelength is 0.154 nm, the scans were performed using 45 kV as high 

voltage for the tube, 40 mA as current, 0.0131° as step size and 0.263 °/s scan speed. 

These parameters were used in all samples. The scans in two theta (2θ) were from 20° to 

100°. The XRD patterns as well as the rocking curves were used to study the crystalline 

and structural properties for each sample. 

Figures 4-4 to 4-8 show respectively the XRD patterns for un-doped AlN, Er:AlN 

(20), Er:AlN (24), Er:AlN (28), Er:AlN (32). These samples consist of AlN:Er thin film 

samples and ine AlN un-doped all grown on c-plane sapphire substrate.  

XRD patterns of all samples reveal clearly that the grown AlN thin films exhibit 

single crystalline structures; only four peaks are present in the XRD patterns. The first 

peak at 36.05° is related to the diffraction plane (002) of AlN thin film, the second peak 

at 41.67° is related to the diffraction plane (006) of sapphire substrate, the third peak at 

76.44° is related to (004) diffraction plane of AlN and the last peak is at 90.68° is related 

to (012) diffraction plane of sapphire substrate. The absence of any other peak confirms a 

single crystalline AlN films. 

The XRD patterns demonstrate that AlN thin films have wurtzite c-plane oriented 

crystal structures. The lattice parameter is calculated from the (002) peak position using 
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Bragg’s equation (4-1): 

2dhkl sinθ  = nλ    (4-1)   

dhkl = nλ / 2sinθ 

dhkl = 2.488Å = 0.2488nm 

Where θ is 18.025°, n is 1 and λ is 0.154 nm. Experimentally the inter-planar 

spacing dhkl of AlN (002) planes is 0.2488 nm. The structure of AlN is hexagonal so the 

inter-planar spacing is expressed by the equation (4-2): 

𝑑ℎ𝑘𝑙  =
1

√
4

3
(

ℎ2+ℎ𝑘+𝑘2

𝑎2 )+ 
𝑙2

𝑐2

     (4-2)   

AlN (002) plane has the parameters h = 0; k = 0; l = 2. 

𝑑ℎ𝑘𝑙  =
𝑐

𝑙
 

𝑐 =  𝑑ℎ𝑘𝑙 ∗ 𝑙  

c = 4.976Å = 0.4976nm 

This value of c is very close to the reported value of 0.4982 nm which is matches 

closely [34]. 
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Figure 4-4. XRD theta-2theta scan for un-doped AlN on Sapphire. 

 

Figure 4-5. XRD theta-2theta scan for AlN:Er (20)  sample c-plane AlN on Sapphire.  
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Figure 4-6. XRD theta-2theta scan for AlN:Er (24)  sample c-plane AlN on Sapphire.  

 

Figure 4-7. XRD theta-2theta scan for AlN:Er (28)  sample c-plane AlN on Sapphire.  
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Figure 4-8. XRD theta-2theta scan for AlN:Er (32) sample c-plane AlN on Sapphire.  

In order to study the crystalline quality, rocking curve scans are performed at the 

principal diffraction plane at angle 18.025° by keeping the x-ray tube and the detector at 

this angle while rocking the sample around this angle, the scans are shown in figures 4-9 

to 4-13. 

Full Width at Half Maximum (FWHM) which was measured by rocking curve 

scans are presented in Table 4-2, the value of FWHM is expressed in arcsec unit. The un-

doped AlN has a lower FWHM (150 arcsec) which indicate a good crystalline quality. 

For AlN:Er samples, the crystalline quality is not as good as the un-doped samples 

mainly because they are grown at much low temperatures to allow for Er incorporation. 

Increasing FWHM as we increase Er flux could be related to the difference between Er 
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and Al which creates strain in the material when Er substitutes Al. Figure 4-14 shows 

rocking curve scans overlay and figure 4-15 shows the FWHM as a function of the Er 

flux. 

 

Figure 4-9. Rocking curve measurements for un-doped AlN. 

 

Figure 4-10. Rocking curve measurements for the sample Er:AlN (20). 
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Figure 4-11. Rocking curve measurements for the sample AlN:Er (24). 

 

Figure 4-12. Rocking curve measurements for the sample AlN:Er (28). 
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Figure 4-13. Rocking curve measurements for the sample AlN:Er (32). 

Table 4-2. FWHM of AlN:Er samples. 

Er flux (μmol/min) AlN (002) FWHM (arcsec) 

Un-doped AlN 150 

20 300 

24 334 

28 347 

32 390 
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Figure 4-14. Rocking curve measurements overlaid  for all AlN:Er samples. 

 

Figure 4-15: FWHM of (002) rocking curve of Er:AlN as a function Erbium flux. 
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3. Surface analysis (chemical composition) 

a. X-ray Photoelectron Spectroscopy 

In order to reveal the chemical composition at the surface, XPS measurements 

were performed by Thermo Scientific Escalab 250Xi spectrometer, the X-ray source a 

monochromated Aluminium anode (Al K-alpha 1486.6 eV), the spectrometer is equipped 

with MAGCIS (Monatomic And Gas Cluster Ion Source) Argon ion sputtering source for 

cleaning and etching, the system has also the flood electron source for charge 

compensation. The spectrometer is regularly calibrated using three standards Gold, Silver 

and Copper. The XPS software is Avantage and it has both capabilities spectrometer 

operations and data analysis. Performing the XPS analysis was part of this thesis. 

Aluminium Nitride is a wide bandgap semiconductor and it behaves similar to 

insulators in XPS scans. When the generated photoelectrons leave the surface, the latter 

loses the electrical neutrality due to positive charge accumulation. This accumulated 

charge acts as an electrical potential and shift the photoelectrons energy, this shift is 

clearly observed on the XPS spectra of insulators without charge compensation. For this, 

Charge compensation was employed and Carbon 1s peak at 284.8 eV is used as reference 

for all measurements to correct the charge shift.  

In literature, there are many reports about binding energies (BE) of AlN and 

Al2O3, Table 4-3 summarizes several different binding energies for metallic Al, Al-N and 

Al-O. AlN state aluminium (Al-N) Al2p BE varies from 73.1 to 74.6 eV while Al2O3 

state aluminium (Al-O) Al2p BE varies between 74.0 and 75.5 eV. It was reported that 



  
   

64 
 

Al-N-O binding energy is 75.4 eV which is quite similar to Al-O state aluminium in 

terms of binding energy [58]. 

Table 4-3. Metallic Al, Al-N state Al and Al-O state Al binding energies. 

 

The XPS measurements were performed after 120s of high energy etching 

(3KeV) using monoatomic Argon ions. Survey spectra were performed to have a 

preliminary indication about the present elements on the surface as shown in figure 4-16 

and narrow scans with higher resolution were performed for Aluminium Al2p, Nitrogen 

N1s, Carbon C1s and Oxygen O1s as shown in figures 4-17 to 4-20. In this section only 

un-doped AlN will be presented. Er cannot be detected as XPS is not suitable for doping 

element measurements in ppm and ppb range, the detection limit of XPS is generally 

around 0.1%. 

Survey spectrum shows the elemental presence of Aluminium, Nitrogen, Oxygen, 

Carbon and Argon. Carbon presence due to the adventitious hydrocarbon contamination 

present in the atmosphere, Oxygen indicates the oxidation of AlN surface due to presence 
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of Oxygen in air. Argon was implanted during the cleaning using Argon ion etching 

source. The quantitative measurements were performed using narrow scans, beam width 

was 650μm, Pass-energy was 20.00eV using ALTHERMO1 database for Atomic 

Sensitivity Factors. Table 4-4 summarizes the atomic concentration of each element. 

Argon concentration was removed as it was not originally in the samples. 

 

Figure 4-16. XPS Survey spectrum for un-doped AlN. 
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Figure 4-17. XPS Al2p narrow scan for Er:AlN (32). 

 

Figure 4-18. XPS N1s narrow scan for Er:AlN (32). 
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Figure 4-19. XPS C1s narrow scan for Er:AlN (32). 

 

Figure 4-20. XPS O1s narrow scan for Er:AlN (32). 
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Table 4-4. Surface atomic concentration for Er:AlN (32) using narrow scans. 

Name  Peak BE (eV) FWHM (eV) Area (P) CPS.eV Atomic (%) SF 

Al2p 74.6 1.63 64598.06 45.04 0.56 

N1s 397.36 1.53 159175.5 39.75 1.676 

O1s 532.29 2.48 72766.25 11 2.881 

C1s 284.73 2.08 10329.31 4.21 1 

 

The Al2p peak was clearly asymmetric which reveals the presence of a smaller 

secondary peak with higher binding energy; the suggested fitting was in accordance with 

the literature such as in I. Scanta report [59]. The energy difference ΔE(eV) between 

Al2p (Al-N) and Al2p (Al-O) is 0.9eV which is aligned with the previous reports shown 

in Table 4-3. These results are close to previous results in literature for AlN and Al2O3 

[58-60]. Figure 4-21 shows the fitting for Al2p identifying the two chemical states Al-N 

and Al-O and Table 4-5 shows the elemental composition including Al chemical states. 

 

Figure 4-21. Narrow scan Al2p spectrum fitting for Er:AlN (32). 
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Table 4-5. Surface atomic concentration for un-doped AlN using narrow scans including 

Al chemical states. 

Name  Peak BE (eV) FWHM (eV) Area (P) CPS.eV Atomic (%) SF  

N1s 397.36 1.53 159175.5 39.83 1.676 

Al2p (Al-N) 74.55 1.49 54919.78 38.36 0.56 

O1s 532.29 2.48 72766.25 11.02 2.881 

Al2p (Al-O) 75.45 1.55 9414.49 6.58 0.56 

C1s 284.73 2.08 10329.31 4.21 1 

 

b. Time of Flight - Secondary Ion Mass Spectrometer 

TOF-SIMS is a powerful technique for sensing the doping elements and 

compounds in the ppm and ppb range. The system used for all samples is IonTOF 

TOF.SIMS 5 – 100, Bismuth primary source used at 30kV voltage, it provided 28nA ion 

current and the analyzed area is crater of 102x102μm
2
. The O2 source was used as 

sputtering source used at 2kV voltage; it provided 610nA ion current and sputtered a 

crater of 300x300μm
2
 as shown in figure 4-22 before sputtering and 4-23 after sputtering. 

The analyzer was set in positive polarity for positive ion detection and charge 

compensation was activated to neutralize the charges accumulated at AlN surface. 

Performing the TOF-SIMS analysis was part of this thesis. In this study the elemental 

distribution was investigated throughout the depth using O2 source for the positive ions 

Al
+
, C

+
, H

+
, Er

+
, N

+
. O

+
 ion was not explored as O2 sputtering source was used for 

sputtering and its intensity will not be significant as it represents the oxygen ions that 

were present originally in the sample as well as the ones implanted during the sputtering.  

Direct measurements of doped layer thickness requires the calibration of the etching rate 
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which was performed by measuring the depth of the etched crater using optical profiler 

(confirmed by stylus profiler Dektak) to correlate the sputtering time to depth. In two 

craters, the etching rate was 0.750 nm/s and 0.754 nm/s (average is 0.752 nm/s) using 2 

kV and 610 nA sputtering source for AlN:Er samples. These results allow us to convert 

the SIMS profiles from sputtering time to depth which are shown in figures 4-24 and 4-

25. 

 

Figure 4-22. Er:AlN (32) surface before sputtering. 
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Figure 4-23. Er:AlN (32) surface after sputtering. 

The TOF-SIMS sensitivity is different for each element and configuration. 

Positive ions have higher sensitivity in positive polarity mode such as Al
+
, Er

+
 and H

+
 

and O2 sputtering source in this analysis is recommended for positive ions. The 

quantification of TOF-SIMS profiles is highly challenging and requires specialized 

standards for concentrations measurements. In this study, the main objective is to 

evaluate the Erbium ion intensity for samples AlN:Er (28) and AlN:Er (32) and 

investigate the elemental distribution as a function of depth especially for Erbium in the 

AlN:Er layer. 

Figure 4-25 shows the distribution of Er
+
 in the AlN doped layer as a function of 

depth for two samples AlN:Er (28) and AlN:Er (32). The profiles show that the intensity 

of AlN:Er (32) is higher than AlN:Er (28) which reveals that the concentration of Erbium 

in AlN:Er (32) is higher than AlN:Er (28). The profiles also confirm that the Er is 

uniformly distributed in both samples throughout the doped layers. It can be seen from 



  
   

72 
 

the same figure that the doped layer thickness is close to 300 nm for both samples which 

matches the target thickness. 

Figures 4-26 and 4-27 are TOF-SIMS profiles for AlN:Er (28) and AlN:Er (32). 

They show that the Er, Al, N intensities have initially low value while carbon and 

hydrogen have higher values. Then Al, Er and N intensities get higher in the first few 

seconds of etching until reaching a maximum value; then the intensities decreases slightly 

until reaching a stable and steady value throughout the etching process. These TOF-SIMS 

profiles show the intensities in log scale and confirm that Aluminium and Nitrogen are 

uniformly distributed and also Er is uniformly distributed throughout the doped layer 

until certain depth where the intensity decreases to a lower value, this can be explained as 

the etching reached the template layer which is the underneath layer. There was a slight 

increase of Al intensity while Er was decreasing, it is suggested that Er was preferentially 

occupying Al lattice. Carbon and hydrogen intensities have relatively high intensities in 

the first nanometers; this indicates the hydrocarbon contamination on the samples 

surface. These measurements were performed in positive polarity. 



  
   

73 
 

 

Figure 4-24. Er
+ 

TOF-SIMS profiles for Er:AlN (28) and Er:AlN (32) in linear scale as a 

function of sputtering time. 

 

Figure 4-25. Er
+
 TOF-SIMS profiles for Er:AlN (28) and Er:AlN (32) in linear scale as a 

function of depth. 
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Figure 4-26. TOF-SIMS profiles for Er:AlN (28) in log scale as a function of depth. 

 

Figure 4-27. TOF-SIMS profiles for Er:AlN (32) in log scale as a function of depth. 

TOF-SIMS results shows that Er concentration in the doped AlN layer increases 

when the Er flux increase as expected. The Erbium atoms are uniformly distributed over 
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the doped AlN layer and the thickness of the doped layer is around 300 nm which is 

matching the target thickness. 

4. Surface morphology 

a. Scanning Electron Microscopy. 

The SEM system was used to investigate the surface morphology in the nano-

scale for Er:AlN samples. AlN material is a wide bandgap semiconductor and behaves in 

SEM similar to an insulator. While scanning by the electron beam, the accumulated 

charges on the surface affect the image quality and resolution. This problem can be 

resolved by using sophisticated SEM tools equipped with the low vacuum capability 

which reduces greatly the charging effect by introducing very low concentration of 

moisture to evacuate the charges. 

FEI Quanta 250 SEM was used for all samples the AlN:Er (figures 4-28 to 4-31) 

to study the surface morphology. The surface exhibits a non-uniformity for all samples. 

Figures 4-28 and 4-29 represent AlN:Er (20) and AlN:Er (24) and show the presence of 

clear sharp edges and some of interconnected island-like features. Figures 4-30 and 4-31 

represent SEM image for AlN:Er (28) and AlN:Er (32) show that the surface is 

characterized by sharp edge island-like features which are randomly distributed in the 

nano-scale. These results suggest that the island-like features concentration has been 

increased while increasing the Er flux. 
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Figure 4-28. SEM image for AlN:Er (20). 

 

Figure 4-29. SEM image for AlN:Er (24). 
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Figure 4-30. SEM image for AlN:Er (28). 

 

Figure 4-31. SEM image for AlN:Er (32). 
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b. Atomic Force Microscopy 

AFM is a surface analysis technique which gives an idea about surface 

morphology along with other properties using different accessories. Bruker Icon AFM 

using tapping mode was employed in this investigation as a complementary technique for 

SEM, surface morphology was identified and the surface roughness was measured. 

Performing the AFM scans was part of this thesis. Roughness analysis was based on root 

mean squared parameter known as Rq or RMS on selected area of 1x1μm
2
. More details 

are available in the appendix. Figure 4-32 is the AFM image of AlN:Er (20), it shows 

sharp edges at the surface similar to the SEM image and provided roughness 

measurements of 2.69 nm. Figure 4-33 is for AlN:Er (24), it exhibits the presence of 

interconnected island-like features and the roughness is 4.29 nm. Figure 4-34 is for 

AlN:Er (28) shows that concentration of island-like features is higher than AlN:Er (24) 

and the roughness is 5.80 nm. Figure 4-35 is for AlN:Er (32) and shows that the island-

like feature concentration is higher than AlN:Er (28) and the roughness is 6.30nm. The 

roughness measurements are summarized in Table 4-6. 

Table 4-6. Surface roughness measurements for AlN:Er samples. 

Er flux (μmol/min) Surface roughness (nm) 

20 2.69 

24 4.29 

28 5.80 

32 6.30 

It is clear that the island-like concentration increases linearly with Erbium flux; 

however, there is clear increase of surface roughness with increase of Er flux. 
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Figure 4-32. 5x5um2 AFM image for AlN:Er (20). 

 

Figure 4-33. 5x5um2 AFM image for AlN:Er (24). 
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Figure 4-34. 5x5um2 AFM image for AlN:Er (28). 

 

Figure 4-35. 5x5um2 AFM image for AlN:Er (32). 
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5. Optical properties 

Photoluminescence measurements were performed by PL spectrometer MapleII 

DongWoo Optron using 532nm laser as an excitation source and InGaAs detector 

operating at -30°C. Part of this thesis was the upgrade of the PL spectrometer to perform 

measurements in the infrared range by changing the detector, Longwavepass filter and 

performing the reconfiguration. The wavelength of Er PL characteristic emission is 

1.54μm; this emission is related to the electrons transition from energy level 
4
I13/2 to 

energy level 
4
I15/2. In order to study the impact of the Er flux on the PL intensity all other 

growth conditions were kept the same. The Photoluminescence scans for all AlN:Er 

samples were performed from 1.44 to 1.64μm. Figures 4-36 to 4-39 show respectively the 

PL scans for Er:AlN (20), Er:AlN (24), Er:AlN (28), Er:AlN (32). Upgarding the PL 

system and performing the scans was part of this thesis. 

The PL results of the Er:AlN samples show the unique PL emission feature of the 

Erbium from 1.5 to 1.6μm. The emission shape is kept the same for all samples which 

means that the Er flux didn’t affect the emission wavelength distribution; however, the Er 

flux has a clear influence on the intensity. Increasing the Er flux increases the 1.54um 

emission intensity as shown in figure 4-40. 
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Figure 4-36. PL scan of Er emission at 1540 nm for AlN:Er (20) 

 

Figure 4-37. PL scan of Er emission at 1540 nm for AlN:Er (24). 
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Figure 4-38. PL scan of Er emission at 1540 nm for AlN:Er (28) 

 

Figure 4-39. PL scan of Er emission at 1540 nm for AlN:Er (32). 
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Figure 4-40. PL scan of Er emission overlay at 1540 nm for all AlN:Er samples. 
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CHAPTER 5: CONCLUSION 

MOCVD grown samples with different Er flux were prepared to study the effects 

of Er flux on the structural and optical properties of AlN:Er. The XRD patterns of Er:AlN 

samples exhibit high crystalline structure and absence of secondary phases. The rocking 

curve measurements revealed that the FWHM of Er:AlN samples increases when the Er 

flux increases and crystalline quality decreases as the Er flux increases. Thus Er doping 

reduces the crystalline quality of the host AlN thin film. It was observed that the surface 

morphology changes as a function of Er flux; the island-like feature concentration 

slightly increases as Er flux increases. Roughness measurements using root mean squared 

parameter showed that the surface roughness increases when Er flux increases. TOF-

SIMS measurements coupled with depth profiling using O2 sputtering source showed that 

the Er is uniformly distributed over the doped AlN:Er layer, Al and N profiles exhibit the 

uniformity of AlN layer throughout the depth. TOF-SIMS signal comparison between 

AlN:Er (28) and AlN:Er (32) samples showed similar profile shape, however, the TOF-

SIMS intensity for AlN:Er (32) is higher for AlN:Er (28) which confirms as expected that 

the growth conditions are reproducible and that increasing the Er flux during the growth 

increases the Er concentration in AlN:Er layer. TOF-SIMS measurements coupled with 

depth profiling confirmed the expected target thickness of AlN:Er which is 300nm by 

measuring the final depth of the crater using optical profiler and converting the sputtering 

time to depth. XPS survey scan showed that the present elements on the surface are 

mainly Al, N, O and C. XPS narrow scans provided surface quantitative measurement for 

AlN:Er (32) sample. Atomic concentrations for major elements (the ones with atomic 
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concentration higher than 0.5%) were presented. PL scans exhibited that the shape of Er 

emission at 1540nm is not affected by Er flux and that Er emission intensity increases 

with increasing the Er flux. 



  
   

87 
 

FUTURE WORK 

 

It is established that increasing Er flux increases Er emission intensity at 1540 nm. 

Thus, more optimization for AlN:Er growth conditions is required in order to enhance the 

structural properties for AlN:Er high crystalline quality at high Er flux and to implement 

these optimized conditions in device application. 
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